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Fig. S-1. UV–Vis spectra of biofilms produced from cocoon material using: a) the Ajisawa 

and b) the LiBr extraction methods. 
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Fig. S-2. DSC curves for biofilms prepared by: a) the LiBr and b) the Ajisawa methods. 
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